
Total Base Number Reference Standard

Product Code Test Method Certified Value Pack Size

TBN1 ASTM D 2896 0.99 mg KOH/g 1 x 125g

TBN1/3 ASTM D 2896 0.99 mg KOH/g 3 x 125g

TBN3 ASTM D 2896 3.01 mg KOH/g 1 x 50g

TBN3/3 ASTM D 2896 3.01 mg KOH/g 3 x 50g

TBN6 ASTM D2896 6.05 mg KOH/g 1 x 50g

TBN6/3 ASTM D2896 6.05 mg KOH/g 3 x 50g

TBN10 ASTM D2896 10.01 mg KOH/g 1 x 50g

TBN10/3 ASTM D2896 10.01 mg KOH/g 3 x 50g

TBN15 ASTM D2896 15.10 mg KOH/g 1 x 50g

TBN15/3 ASTM D2896 15.10 mg KOH/g 3 x 50g

TBN30 ASTM D2896 30.43 mg KOH/g 1 x 50g

TBN30/3 ASTM D2896 30.43 mg KOH/g 3 x 50g

TBN40 ASTM D2896 40.51 mg KOH/g 1 x 50g

TBN40/3 ASTM D2896 40.51 mg KOH/g 3 x 50g

TBN70 ASTM D2896 70.24 mg KOH/g 1 x 50g

TBN70/3 ASTM D2896 70.24 mg KOH/g 3 x 50g

All values stated are nominal - 13/07/2011
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